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The following sample{s) wasfwere submitted and identified on behalf of the client as:

Sample Dascription
Sampla Color
Sample Recaiving Date

Testing Pariod
Test Result{s)

Test Parformead

(A)Faux fur (VitoOT lot 1124)

(AjLight grey

Jdul 10, 2024

Jul 10, 2024 - Jul 15, 2024

Unless otharwize stated the resullts shown in this test report refer only 1o the
sample(s) tested, for further details, please refer to the following page(s).

Selected test(s) as requested by applicant

Conclusion A Remark
Tasl_Pmcadur& and Apparatus for
Testing the Smolder Resistance of See Resulle

Materials Used in Upholsterad

Furnitura

Signed for and on behalfl of

SGS-C5TC Standards Technical Services Co., Ltd. Hangzhou Branch

;u-j

jack-yl_zhang(Account Executiva)
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Tast Result

Smolder Resistance Test of Materials Used in Uphalstered Furniture
{California Technical Bulletin 117-2013)

Section 1: Cover Fabric Test

Sample: B
Test results
. Yartical char length
Spacimen Mo Dwuration of smoldering Opean flaming
(min:sec) (¥esiNg) (mem) Comments

1 | 2Zmin3izec M 25 Fass
2 24mindVsac M 23 Fass
3 2iminslzac M 24 Fass

Pass/fail criteria:

1. A single mock-up test specimen fails to meet the requirements of this test procedure if any of the
following criteria ooours:
a) The mock-up test speciman continues to smolder after the 45 minute test duration.
b) A verical char length (measured as specified in step 11.9 of ASTM E1353-08a 9} of more than

1.8 inchas (45 mm) develops on the cover fabrics.

¢} The mock-up test specimen transitions o open flaming.

. The cover fabric passes the test if three initial mock-up specimens pass the test.

. If more than one inltial specimen fails, the cover fabric fails the test.

. If any one of the three initial specimens falls, repeat the test on additional three specimans.

. If all three additional spacimans pass the test, the cover fabric passes the test. If any ona of the
additional three specimens failz, the cover fabric failzs the test.

[ L AL ]

Conclusion:

The Submitted Sample meets the lammability requirements of Section 1 for Cover Fabric Test of
California Technical Bulletin 117-201 3.
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Unbess otherwize stated, the decision rule for conformity reporting s based on Binary Statement for Simpla
Accaptanca Rule {(w=0) stated in ILAC-GE:08/2019.

***End of Report™
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