Test Report

SLE24163302T3101TX

The following sample{s) wasfwere submitted and identified on behalf of the client as:

Sample Description

(A)Woven fabric (TRESOR22I01220002) (TRESOR22)

Sample Color (A)beiga

Sample Receiving Date Sep 23, 2024

Testing Period Sep 23, 2024 - Sep 26, 2024

Tast Rasult{s) Urnless otharwize stated the results shown in this test report refar only to the
sample(s) tested, for further detailz, please refer to the following page(s).

Test Parformed Selected test(s) as requested by applicant

Conclusion A Remark

Test Procedure and Apparatus for

Testing the Smolder Resistance of

Materials Used in Upholstarad S e

Furnitire

Signed for and on behalf of

SGS5-CSTC Standards Technical Servicas Co., Ltd. Hangzhou Branch
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Test Report

Test Result

SLE624163302T3101TX

Date:September 26,2024 Page 2 of 3

Smolder Resistance Test of Materials Used in Upholstered Furniture

(California Technical Bulletin 117-2013)

Section 1: Cover Fabric Test

Sample: A
Test results
Duration of Vertical char kength
Spacimen No. smoldaring Open flaming (mm) Commants
(Yas/Ma)
[min:sec)

1 27mind3sec NO 15 Pass
2 2Tmin10=zac g [ 16 Paszz
3 2Emind1zec MO 16 Pass

PazsMail eriteria:

1. A single mock-up test spacimen fails to meet the requirements of this test procedure if any of the
following criteria occurs:

a) The mock-up test specimen continues to smolder after thie 45 minute test duration.

b} A verical char length (measured as specified in step 11.9 of ASTM E1353-08a 1) of more than
1.8 inches {45 mm) develops on the cover fabrics.

¢} The mock-up test spacimen transitions o open flaming.

2. The cover fabric pazses the test if three initial mock-up specimens pass the lesl
3. If more than one initial specimen fails, the cover fabric fails the test.

4. If any ome of the three Initial specimens fails, repeat the test on additional three specimeans.

&. If all three additional specimens pass the test, the cover fabric passes the test. If any one of the

additional three specimens fails, the cover fabric failzs the test.

Conclusion:

The Submitted Sample meets the flammability reguirements of Saction 1 for Cover Fabric Test of

California Technical Bulletin 117-2013.

Alngd ol fwiie mpeeed i u
Faplnli @0 ieqeenl 0f asaes
e T ST T e T
P Campany s HE&H

Feapaashlily Is 11 Bs

S T |6 ) B P e Vet 30 3y,
ATIENEN: Ta cfbrl i B
or erralIL DR, Docchesbflsgs com

B s, g, e, B v 100052

muwﬂﬁﬂm
[EETERE

dICIEy o 18l g | MASCIIEN MERarT K CEr

BT R REERER RS RENFE M IR E-E  aPa; 210082

LT
oo o h

Aalymil i 0a Gip o Caropi lapig i Sew'vl 0 piiaied Gumiinal,

Al s I8 0 pavh g The RN HHIIIQ.'

Pl Ao b i o ] DR TR0 D0 Lniee] Irnsainy

Wi e OF 18 A leTeeailan oly Bl miTE Tie v o Clent s mewumars, i1 sy The
v W DOGUR RTT] Qerd PO EAEEY D AT b BV BEECAG Wi & meitd i ll'lllll

w0 e W Bvi DB S0 Pod B THH. L LtV LT D3 P PR ORI 0

i 10 LB ) P e, DT 0Ty O Ll Il &F Ieh D04 LR1Y] O O 9 a (8

"?.'.!'L':"

ni:-n-uulrnq-

i ST T | § e B nnuumuﬂ-ﬂ
9 e Pl b | i U Fiw, LW ik 003 il A T8 PO BPwoA® 1) Wi B B0 P P T iy 0 D0 el bl ) Birilind il 3

AP F, BlEElS CENUECE ok Sl Bk bepl Gl

8- 135 RIEY Hda

| BTSN weasEpmpEnG
| BE-TTEETN sge hisafmgecom

Member of the SG5 Groep (SG5 54




9GS

Test Report SLE24163302T3101TX Date:September 26,2024 Page 3 of 3

Unless otherwise stated, the declsion rule for conformity reporting ks based on Binary Staterment for Simpla
Accaptance Rule {w=0) stated in ILAC-GE:08/2019.

***End of Report™

Scan l::l see the f.ﬂl'ﬂl't

SLEZ418AI0ETIMNTX
Verficaion:
chsck, sgsondineg, com on

mmwwhhmu mm:u i ol i e G BN Gemimal

[ e &l hﬁmuﬂ’ Mlllh-l I epae b e IeiletEn OF G by,
II'-dHMHlHIIH- mmmnw hlllli wwﬂmimnm Rl e e (8 Lgbied lininins infaiis
W Cempany & Tl B P s o 1S B IETeeRIEn Gl B miTVE i e of le+mmm il s Thi & Gl
FEREOA DY 15 16 B3 Chas] gl Wd O iyl Jaod FOf £ (00 plo 341098 B 8 TaBdi0i0 WO gesriding il'l"ﬂ'l FIE a8 0 M i
i eh W BFvia OB S Tea BUE. THH SO Mool D Fed 0 Da i Saiapl i 1l wiPvbel BP0! eilled &l Wb Goamgany Ay
1 8 IO LS D P B Bk, DTy OF TR Ml &1 [eb D08 LTV O B &1 08 0 11 5. SODLAE N 1§ UPlderin Bl I! Fiay B [ ke daded
% W P s | alni] o DB by, L0 el O Pyl SR el Ao LI B0 1 TS W08 ] e Sl 00 W T el ) Mrilend @l el
ﬂm|i|muu|mw :mmw

diatiag | HC1 BN PERET B GEMPaEl B, GBS CETTLECE i S0 CRHRR etk - T35) R1ED 243

[ IJ I\- I.-\.l l\. 18 _.:- :-

HMH‘HlHME“““Mhm | BE-ATTEETI 1S WA R T AT,
oKD R RIERRR KSR AN M IS EEIE B 210082 | BT secheaiegecom

Mambse of tha G5 Groep |SG5 54)




